/3 VAZBROS

PLASTICOS Y METALES INDUSTRIALES

CERTIFICADO OF G-10

NO. items units requirement result remark
1 Bending strength Mpa =340 342 gualified
2 Density g/cm3 1.7-1.9 1.85 qualified

Impact strength .
3 Kl/fm2 =33 35 ualified
(Charpy) / q
4 Water absorption mg =25 20 qualified

Insolution resisteance

5 10 =5x10 5.3x10 gualified

after immersion in water

llel to the fl t .
6 P O T KV >35 39 qualified

the breakdown voltage

Vertical layer to the

7 dielectric strength KV/mm >10.2 11.3 qualified
g Dielectric loss gl 0.04 lified
— 20. . ualifie
(50hz) a
9 Tensile strength MPa 300 306 qualified
result meet GB/T1303.4-2009 standart requirements
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