‘\@ VAZBROS

CERTIFICADO OF VAKELITA

No. items Units requirement result remark
1 Density g/cm3 1.30-1.45 1.43 qualified
2 Bending strength Mpa =36 38.7 qualified
3 Tensile Strength Mpa >34 36.2 qualified
Adhesion strergth .
4 (>10MM thickness N =5500 6200 qualified
5 Impact strength KJ/m2 =5 29.5 qualified
6 Dielectric strength | MV/m >0.6 0.92 qualified
result Meet Q/07825SD001-2012 standard requirements
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